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60Hz

CORE LOSS

density 7.65 kg/dm .3

Tested by Epstein test apparatus.Samples were
sheared in the rolling direction and subjected to
stress-relief annealing at 800 C 1,472 F .Assumed

50Hz

M-4 0.30mm

27ZH100

27ZH100 M-4 0.30mm


